
breton

Date: 16.03.2012

Test Certificate n° 656

Applicant:

Date of request:

Date of sample receipt:

Type of sample:

Type of test required:

Lapitec S.p.A.
Via Bassanese, 6

31050 Vedelago (Italia)

08.03.2012

12.03.2012

Sintered stone slab 3400x1500x20 mm

Determination of Impact Resistance according to
EN-14617-9

Date of test execution: 15.03.2012

Number, shape and size of the
specimens in the sample

4 slabs 3400x1500x20mm

4 samples sizing 200x200x20 mm have been cut
from each slab

Results: Impact Resistance average value: 2.9 Joule

Slabn.1 Slabn.2 Slabn.3 Slabn.4

3.0 3.0 2.5 3.0

2.5 3.0 3.0 3.0

3.0 3.0 3.0 3.0

3.0 3.0 3.0 2.5

Deviations from the standard

and their justification:

Remarks:
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